
CLIENT: BOURNE AMENITY LTD RESULTS TO: MAB

SAMPLE NO: A18804/3

ADDRESS: THE WHARF, RYE ROAD, DATE RECEIVED:

NEWENDEN, KENT, TN18 5QG DATE REPORTED:

SAMPLE DESCRIPTION: 70:30 ROOTZONE

CONDITION OF SAMPLE UPON ARRIVAL: MOIST

Category Diameter mm
Stones + C. gravel >4.0
Fine gravel 4.0-2.0
Very coarse sand 2.0-1.0
Coarse sand 1.0-0.5
Medium sand 0.5-0.25
Fine sand 0.25-0.125
Very fine sand 0.125-0.06
Silt 0.06-0.002
Clay <0.002

Loss on ignition** % 0.64 0.2

THESE RESULTS PERTAIN ONLY TO THE SAMPLE(S) SUBMITTED AND TESTED

0.002

Qualitative Assessment of Particle Shape*:

14.5
56.1

4.5
6.0
2.0

1.0 97.5
14.4
2.1

99.6

STRI

100.040.0
0.4

% 

05/02/2021

St Ives Estate, Bingley West Yorkshire, BD16 1AU

11/02/2021

T. 01274 565131  F. 01274 561891  E.  info@strigroup.com www.strigroup.com

PARTICLE SIZE ANALYSIS 

TEST RESULTS AUTHORISED BY:

Michael Baines, Laboratory Manager

MEDIUM SPHERICITY - SUB ROUNDED/SUB ANGULAR

Lime content (as CaCO3)***   % 

% PassingDiameter mm
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0.5 83.1
0.25 27.0

0.125 12.5
0.06 10.5
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