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AMENITY
Material: Rain Garden Soil
Source: Bourne Amenity Ltd
Date Tested: 02/02/2022
Tested By: STRI (Report ID IW07513)

Texture:

Clay (<0.002mm) % w/w 5-30% 3.0
Silt (0.002 - 0.05mm) % w/w 0-65% 4.3
Sand (0.05 - 2.0mm) % w/w 20 - 90% 92.7
Textual Class: Sand

Stones (2-4mm) % w/w DW 1.8
Stones (4-8mm) % w/w DW 0-30% 1.5
Stones (>8mm) % w/w DW 0.3
Sand Fraction (USGA Sieve Sizes):

Very Fine Sand (0.05 - 0.15mm) % w/w n/a 3.4
Fine Sand (0.15 - 0.25mm) % w/w n/a 16.4
Medium Sand (0.25 - 0.50mm) % wW/w, n/a 43.9
Coarse Sand (0.50 - 1.0mm) % wW/w n/a 20.3
Very Coarse Sand (1.0 - 2.0mm) % wW/w n/a 5.1
Organic Matter (LOI) % w/w 3.0-20.0 4.7
Ph 5.5-8.5 8.0
Phytotoxic Contaminants:

Total Zinc (BS3882:2015) mg/kg <300 7.6
Total Copper (BS3882:2015) mg/kg <200 4.2
Total Nickel (S4UL) mg/kg <180 7.0
Total Lead (Pb) (SP1010 (DefraCategory 4) mg/kg <200 5.3
Total Cadmium (Cd) (S4UL) mg/kg <11 0.2
Available Nutrients:

Nitrogen mg/| >0.15 0.14
Plant Available Phosphate mg/| -- 254
Plant Available Potassium mg/| -- 900
Carbon:Nitrogen Ratio 1 <20:1 19.6
Additional Analysis:

Electrical Conductivity (1:2.5 water extract) uS/cm 1500 349
Saturated.Hydraulic Conductivity mm/hr -- 102
Total Porosity % -- 45.8
Field Capacity % v/v -- 45.8
Bulk Density (Oven Dried) g/cm -- 1.34
Bulk Density (Field Capacity) g/cm -- 1.80
Calculated Bulk Density at Saturation g/cm -- 1.80
Particle Density g/cm - 2.47
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